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T he pr oduc t

The cement mortar lining of drinking water 
conduits according to DVGW work-sheet 
W 343, performed by specialist companies 
certified pursuant to R4, is an economic pro-
cedure of corrosion protection for repairing 
pipes made of different materials in water 
distribution networks, the function of which 
has been impaired by incrustations and cor-
rosion. The centrifuged mortar consists of 
cement according to DIN 1164, silica sands 
with a maximum grain size of 1 mm and wa-
ter having a potable water quality. 

T he f ie ld  o f  applica t ion 

State-of-the art technology allows the li-
ning of steel, grey cast iron, ductile cast 
iron pipelines and others with nominal dia-
meters from 80 mm up to 3,000 mm. The 
procedure is used for restoring the internal 
protection of the old conduit and is favou-
rable to its hydraulic properties. Corrosion 
damage is prevented and incrustations are 
avoided. 

C e m e n t  M o r t a r  L i n i n g

M e chanica l  c lean ing 
of  the  p ip e l ine

s t r o n g  i n  t h e  f i e l d  o f  d r i n k i n g  w a t e r
t r e n c h l e s s  r e h a b i l i t a t i o n  u n d e r  p r e s s u r e



pneumatically driven motors. The cement 
mortar is pumped from a mixing tank via 
a mortar hose into the centrifugal head. 
Radial metal sheets comb-shaped on the 
outside allow a uniform distribution of the 
mortar. A constant draw rate provides a 
smooth and opti-mal layer thickness. The 
setting of the mortar takes between 24 to 
26 hours. Subsequently, the pipeline can be 
filled and taken into operation. 

T he in s t al la t ion

After the shutdown and the cleaning of the 
duct segment to be rehabilitated, the coa-
ting material is applied to the pipe wall by 
means of a fast rotating centrifugal head. 
Electrically operated, pneumatic-tyred 
and self-propelled centrifugal engines can 
be used for the lining of large pipes from 
DN 600. In small pipes from DN 80 to DN 
600 the lining usually takes place with 

Typ ica l  s i te  insta l lat io n  fo r  th is 
p ro ce du re  du ring  ca r  t raf f i c

Smal l  p ip e  cent ri fuga l  eng ine

Drinking  wate r  p ip e 
b efo re  the 
rehab i l i tat io n

T he ad van t age s

By now the rehabilitation with cement 
mortar has become an economic and 
technically mature procedure. There is a 
minimal impairment of the road traffic and 
the environment. The procedure allows the 
shutdown of segments for the rehabilitati-
on of the pipeline.

s t r o n g  i n  t h e  f i e l d  o f  d r i n k i n g  w a t e r

Morta r  pump fo r  the  op e rat io n  of  the 
cent ri fuga l  eng ine

Sc rap e r  DN 20 0

Sc rap e r  DN 120 0

t r e n c h l e s s  r e h a b i l i t a t i o n  u n d e r  p r e s s u r e
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 Trenchless...there is no better


